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Based on
American
Standards
Assn
Diameter |Thickn Minimum Lifetime Lifetime lifetime based I_fEs;imatcviadn
tameter ICKNESS| rhickness wall based on based on accelerated | | ¢ 2asec 0
. in. (T nom |. - - . loss of wall
Pipe Schedule | IN) Sch in MM Sch | thickness | accererated |on errosion/ errosion / thickness
80" 80 80 87.5% corrosion corrosion | corrosion rate due to age of
of nominal .S5mm/yr .S5mm/yr of 4mm/yr pipin%
Fwior | 12 [ 0.687 | 17.45 | 15 | 31 | 15 | 4 | 3
Fw102 [ 12to20 [ 1.031 | 26.187 | 23 | 46 ! 23 | 6 | 4
Fw103 | 20 | 1.031 | 26.187 | 23 | 46 | 23 | 6 | 4
Fw1o4 | 12 | 0.687 | 17.45 | 15 | 31 | 15 | 4 | 3
Fwi1os | 12 | 0.687 | 17.45 | 15 | 31 | 15 | 4 | 3
Fwio6 | 12 | 0.687 | 17.45 | 15 | 31 ] 15 | 4 | 3
Fw107 | 24 | 1.218 | 30937 | 27 | 54 ] 27 | 7 | 5
[Fw 108 | 24to20 | 1.218 | 30.937 | 27 | 54 ] 27 | 7 | 5
Fw109 | 20 | 1.031 | 26.187 | 23 | 46 ] 23 | 6 | 4
‘;‘(’)\’5201 - ‘ 12 ‘ 0.687 ‘ 17.45 ‘ 15 ‘ 31 ‘ 15 ‘ 4 ‘ 3
Fw206 | 20 | 1.031 | 26.187 | 23 | 46 | 23 | 6 | 4
FW207 | 20to12 | 1.031 | 26.187 | 23 | 46 | 23 | 6 | 4
FW 301 -
‘304 ‘ 18 ‘ 0.937 ‘ 23.8 ’ 21 ‘ 42 ’ 21 ‘ 5 ‘ 4
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